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Method of Shower Repair 

Waterproofing Conforms to AS 3740.  
 

 

 
1. Remove existing wall tiles 

 
 
 

 
2. Removal of wall tiles and remove 

floor tiles 
 
 
 
 
 
 
 
 
 
 
 
 

 

 
3. Repair or replace broken wall sheeting 

if required 
 
 

 
4. Repair or replace broken wall sheeting 

if required 
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5. Remove broken wall sheeting and 

replace with new. 
 
NOTE: normally only one row of wall 
tiles is removed, however in this case due 
to broken wall sheeting more than one 
row had to be removed. 

 

 
6. New wall sheeting installed, new 

mortar bed also installed 
 

 
7. Waterproofing to AS 3740 installed. 

 

 
8. New wall tiles and floor tiles installed 

prior to grouting. 
 

 
9. Floor and wall tiles grouted prior to 

cleaning. 
 
 
NOTE: it is not always possible to obtain 
tiles that are a perfect match to the 
existing. 

  
10. Reinstall shower screen. 

 


